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Sample Au Au(R) Cu Pb Zn Ag

     200501 <0.01   20   40    40 <5
     200502 <0.01 <10 <20    60 <5
     200503 <0.01 <10 <20    20 <5
     200504 <0.01 <10 <20    10 <5
     200505 <0.01   20   30    20   6
     200506 <0.01 <10 <20    10 <5
     200507 <0.01 <10 <20    20 <5
     200508 <0.01 <10 <20    20 <5
     200509 <0.01 <10   40   190 <5
     200510 <0.01   20 <20    70 <5
     200511 <0.01 <10 <20    30 <5
     200512 <0.01 <10 <20    40 <5
     200513 <0.01   10   20    90 <5
     200514 <0.01   20   40   100 <5
     200515 <0.01   20   30    90 <5
     200516 <0.01   10 <20   180 <5
     200517 <0.01   20 <20    90 <5
     200518 <0.01   10 <20    70 <5
     200519 <0.01   10 <20    40 <5
     200520 <0.01 <10 <20    40 <5
     200521 <0.01 <10 <20    90 <5
     200522 <0.01 <10 <20    50 <5
     200523 I.S. I.S.   10 <20    40 <5
     200524 <0.01 <10 <20    30 <5
     200525 <0.01   10   60    50 <5
     200526 <0.01   20   50    30 <5
     200527 <0.01 <10 <20    20 <5
     200528 <0.01 <10 <20 <10 <5

Scheme FAA505 FAA505 AAS42S AAS42S AAS42S AAS42S
Units PPM PPM PPM PPM PPM PPM
Detection Limit 0.01 0.01 10 20 10 5
Upper Scheme

-   not analysed     |     --   element not determined     |     I.S.   insufficient sample     |     L.N.R.   listed not received
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Sample Mn Fe

     200501    40  0.36
     200502    30  0.37
     200503    20  0.32
     200504    20  0.38
     200505    40  0.30
     200506 <20  0.47
     200507 <20  0.37
     200508 <20  0.14
     200509    80  2.09
     200510 <20  1.02
     200511 <20  0.72
     200512 <20  0.77
     200513    90  1.95
     200514    80  2.60
     200515    90  2.25
     200516   270  4.18
     200517    90  2.23
     200518    50  1.26
     200519    40  1.00
     200520    80  1.84
     200521    30  1.42
     200522 <20  0.70
     200523    20  5.77
     200524    20  0.78
     200525    30  0.90
     200526    40  0.58
     200527    30  0.69
     200528 <20  0.26

Scheme AAS42S AAS43B
Units PPM %
Detection Limit 20 0.02
Upper Scheme

-   not analysed     |     --   element not determined     |     I.S.   insufficient sample     |     L.N.R.   listed not received
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ANALYSIS DESCRIPTION

    For solid samples, reported units are expressed as mass / mass.
ie: % denotes %mass/%mass, ppm denotes mg/kg, ppb denotes µg/kg.
    For liquid samples, reported units are expressed as mass / volume.
ie: % denotes %mass/%volume, ppm denotes mg/L, ppb denotes µg/L.

Job number             : WM085255 Order number          :

Scheme code: FAA505 Au Pt Pd, FAS, AAS, 50g

Au : Gold 0.01-1000 ppm
Au(R) : Gold Repeat 0.01-1000 ppm

Scheme code: AAS42S AAS after DIG42S

Cu : Copper 10-500000 ppm
Pb : Lead 20-25000 ppm
Zn : Zinc 10-50000 ppm
Ag : Silver 5-500 ppm
Mn : Manganese 20-50000 ppm

Scheme code: AAS43B AAS after DIG43B

Fe : Iron 0.02-100 %
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