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Sample Ag As Au Au(R) Cu Pb

     200240 <5 <0.025 <0.01   130  450
     200241  166  0.04 0.35 0.37  2400 >25000
     200242   77  0.05 0.16 0.16   340  1.74%
     200243  306  0.05 0.95 0.87   440 >25000
     200244   28 <0.025 0.03   260  1050
     200245    7 <0.025 0.02   200  2700
     200246    6  0.03 0.05   160  2500
     200247   28  0.04 0.09  1600  1.42%
     200248 <5 <0.025 0.02    90  890
     200249 <5 <0.025 <0.01    70  140
     200250   10 <0.025 0.02   120  1960
     200251    7 <0.025 0.03    90  1990
     200252  158  0.03 0.31 0.30  1810 >25000
     200253    7 <0.025 0.01    70  240
     200254    7 <0.025 0.01 0.01    60  400
     200255 <5 <0.025 <0.01    40  170
     200256 <5 <0.025 <0.01    50  220

Scheme AAS42S AAS42S FAA505 FAA505 AAS42S AAS42S
Units PPM % PPM PPM PPM PPM
Detection Limit 5 0.025 0.01 0.01 10 20
Upper Scheme

-   not analysed     |     --   element not determined     |     I.S.   insufficient sample     |     L.N.R.   listed not received
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Sample Pb Zn Zn

     200240 1000
     200241   2.75 >50000  6.04
     200242 3.96%
     200243  15.9 >50000 27.9
     200244 3530
     200245 4140
     200246 4750
     200247 2.75%
     200248 2950
     200249  280
     200250 3670
     200251 3570
     200252   3.87 >50000  6.21
     200253  530
     200254 1180
     200255  710
     200256  260

Scheme AAS43B AAS42S AAS43B
Units % PPM %
Detection Limit 0.01 10 0.01
Upper Scheme

-   not analysed     |     --   element not determined     |     I.S.   insufficient sample     |     L.N.R.   listed not received

ANALYTICAL REPORT



ANALYSIS DESCRIPTION

    For solid samples, reported units are expressed as mass / mass.
ie: % denotes %mass/%mass, ppm denotes mg/kg, ppb denotes µg/kg.
    For liquid samples, reported units are expressed as mass / volume.
ie: % denotes %mass/%volume, ppm denotes mg/L, ppb denotes µg/L.

Job number             : WM085254 Order number          :

Scheme code: AAS42S AAS after DIG42S

Ag : Silver 5-500 ppm
As : Arsenic 0.025-5 %
Cu : Copper 10-500000 ppm
Pb : Lead 20-25000 ppm
Zn : Zinc 10-50000 ppm

Scheme code: FAA505 Au Pt Pd, FAS, AAS, 50g

Au : Gold 0.01-1000 ppm
Au(R) : Gold Repeat 0.01-1000 ppm

Scheme code: AAS43B AAS after DIG43B

Pb : Lead 0.01-40 %
Zn : Zinc 0.01-100 %
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