
EL31/2003 Heazlewood Soil Sampling Program

Assay Results

Project EL UTM mE UTM mN SampleNo Sample Type Laboratoty Analytical Method Date Received Au_ppb Au_repeat Au_ppm

Heazlewood EL31/2003 358364 5408013 HZ001 Rockchip Burnie Lab AAS RF FA 15/01/2008 0.04

Heazlewood EL31/2003 358359 5408049 HZ002 Rockchip Burnie Lab AAS RF FA 15/01/2008 0.02

Heazlewood EL31/2003 358330 5408114 HZ003 Rockchip Burnie Lab AAS RF FA 15/01/2008 0.01

Heazlewood EL31/2003 358293 5408201 HZ004 Rockchip Burnie Lab AAS RF FA 15/01/2008 0.01

Heazlewood EL31/2003 358150 5408484 HZ006 Rockchip Burnie Lab AAS RF FA 15/01/2008 0.01

Heazlewood EL31/2003 358098 5408652 HZ007 Rockchip Burnie Lab AAS RF FA 15/01/2008 0.02

Heazlewood EL31/2003 358088 5408796 HZ008 Rockchip Burnie Lab AAS RF FA 15/01/2008 0.02

Heazlewood EL31/2003 358088 5408796 HZ009 Rockchip Burnie Lab AAS RF FA 15/01/2008 0.02

Heazlewood EL31/2003 358177 5409399 HZ010 Rockchip Burnie Lab AAS RF FA 15/01/2008 0.01

Heazlewood EL31/2003 361463 5412169 HZ011 Rockchip Burnie Lab AAS RF FA 15/01/2008 0.02

Heazlewood EL31/2003 362278 5412338 HZ012 Rockchip Burnie Lab AAS RF FA 15/01/2008 0.02

Heazlewood EL31/2003 360970 5412513 HZ013 Rockchip Burnie Lab AAS RF FA 15/01/2008 0.02

Heazlewood EL31/2003 361109 5412926 HZ014 Rockchip Burnie Lab AAS RF FA 15/01/2008 0.02

Heazlewood EL31/2003 361147 5413003 HZ015 Rockchip Burnie Lab AAS RF FA 15/01/2008 0.01

Heazlewood EL31/2003 361085 5413009 HZ016 Rockchip Burnie Lab AAS RF FA 15/01/2008 0.01
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Ag_ppm As_ppm Bi_ppm Co_ppm Cr_ppm Cu_ppm Mo_ppm Ni_ppm Pb_ppm Pd_ppb

22 145 10 53

13 43 5 78

28 444 8 178

23 65 4 128

1774 25500 14 4360

71 517 6 247

87 533 4 827

65 548 4 696

116 256 4 2462

183 544 4 1569

32 757 17 256

129 335 4 1314

162 938 5 2168

141 359 4 997

24 47 7 111
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Pd_repeat Pt_ppb Pt_repeat Sn_ppm Sb_ppm Tl_ppm Zn_ppm W_ppm WO3_ppm Fe_%

3.23

1.27

2.59

1.43

37.1

5.47

2.83

2.72

6.05

10.0

2.59

6.16

6.62

7.91

4.27
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