
Rock Chip Sampling 

Assay Results

Oonah - EL63/2004

Sample_ID AMG_East AMG_North Sample_Type Cu_ppm Pb_ppm Zn_ppm Ag_ppm As_ppm Fe_% Tl_ppm Sb_ppm Au_ppm

MSL001 Bulk 9 522 573 12 359 4.94 26 20 0.04

MSL002 Bulk 504 121000 44100 392 213 0.90 6 201 <0.01

MSL004 359724 5364827 Rockchip 23 6667 595 7 7 1.35 16 8 <0.01

MSL005 359726 5364826 Rockchip 13 4277 858 9 295 3.21 17 3 <0.01

MSL006 359726 5364824 Rockchip 8 2770 129 9 980 6.22 31 64 <0.01

MSL007 359724 5364824 Rockchip 25 1485 180 10 36 0.64 8 <1 <0.01

MSL008 359723 5364823 Rockchip 5 1451 90 4 93 1.35 10 9 <0.01

MSL009 359722 5364823 Rockchip 47 13600 3525 32 40 0.66 7 4 <0.01

MSL010 359722 5364826 Rockchip 482 131000 75200 422 21 1.16 8 202 <0.01

MSL011 359714 5364821 Rockchip 24 605 168 6 128 0.12 8 4 <0.01

MSL012 359713 5364815 Rockchip 32 1807 947 30 225 1.20 9 9 <0.01

MSL013 359708 5364813 Rockchip 167 4058 147 16 184 0.33 12 84 <0.01

MSL014 359706 5364814 Rockchip 4251 153000 154000 846 52 0.83 9 853 <0.01

MSL015 359706 5463814 Rockchip 67 1914 138 11 138 0.39 5 80 <0.01


