Rock Chip Sampling

Assay Results BassMetals 1w«

Sample Cu Pb Zn Ag As Fe Tl Sn Au

ppm ppm ppm ppm ppm % ppm ppm ppm
Mag98-001 28 28 189 3 273 9.40 27 <10 <0.01
Mag98-002 137 13 187 2 86 9.68 28 40 <0.01
Mag98-003 159 13 330 2 312 12.4 34 70 <0.01
Mag98-004 86 10 200 2 263 10.4 27 40 <0.01
Mag98-005 79 7 169 2 191 8.23 32 20 <0.01
Mag98-006 123 62 351 4 367 14.1 30 30 <0.01
Mag98-007 21 71 263 3 <10 2.56 14 100 <0.01
Mag98-008 19 31 130 1 28 3.01 8 30 <0.01
Mag98-009 41 106 499 1 92 5.56 22 20 <0.01
Mag98-010 28 32 137 1 84 4.07 12 <10 <0.01
Mag98-011 27200 8 343 8 233 7.99 24 <10 <0.01
Mag98-012 2066 18 103 2 156 9.17 18 <10 <0.01
Mag98-013 819 4 142 2 79 5.31 19 <10 <0.01
Mag98-014 21 6 147 1 82 5.66 18 <10 <0.01
Mag98-015 53 10 66 1 <10 3.55 16 <10 <0.01
Mag98-016 18 23 137 1 95 5.31 13 <10 <0.01
Mag98-017 95 8 148 1 <10 1.82 6 60 <0.01
Duplicates
Sample Cu Pb Zn Ag As Fe Tl Sn Au

ppm ppm ppm ppm ppm % ppm ppm ppm
Mag98-017 94 12 150 1 <10 1.81 7 n/a n/a

All results in ppm unless stated otherwise.



