
EL 36/2003 White River

Rock Chip Samping

Assay Results

Sample Cu Pb Zn Ag As Fe Mo Sb Tl Co Cr Ni Sn WO3 Ba Au

WR03 468 n/a n/a n/a 241 66.4 n/a n/a n/a n/a n/a n/a n/a n/a n/a 0.01

WR04 133 n/a n/a n/a 313 36.2 n/a n/a n/a n/a n/a n/a n/a n/a n/a 0.01

WR05 18 n/a n/a n/a 65 1.97 n/a n/a n/a n/a n/a n/a n/a n/a n/a <0.01

WR06 11 n/a n/a n/a 110 16.8 n/a n/a n/a n/a n/a n/a n/a n/a n/a <0.01

Duplicates

Sample Cu Pb Zn Ag As Fe Mo Sb Bi Co Cr Ni Sn WO3 Ba Au

ppm ppm ppm ppm ppm % ppm ppm ppm ppm ppm ppm ppm ppm % ppm

WR03 n/a n/a n/a n/a n/a n/a n/a n/a n/a n/a n/a n/a n/a n/a n/a 0.01

All results in ppm unless stated otherwise.


