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APPENDIX 13

MINES DEPARTMENT SAMPLES

SHEPHERD AND MURPHY AREA

ANALYSES BY ELEMENT WRIGGLITE WRIGGLITE
AT SHAFT AT CRUSHER

736350 736351

MINES DEPT. Fe% 30.1 17.8

W03% 0.07 0.52

5n% 0.21 0.20

- Ccu¥% 0.01 0.01

Bi% 0.05 0.03

Mo% Nil 0.14

Au Nil Nil

COMALCO F% 9.2 12,2

W ppm 270 4480

Bi ppm ' 425 260

Mo ppm 15 1170

Ag ppm 3 3

Cu ppm | 40 45

Pb ppm 25 30

Zn ppm 250 225




