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E.L. 7/74 "Moina* -6 = Mineral analysis data from bore core
N samples
Bore Depth Metres Log Pb L Bi sn Mo Ca Zn Be caF, Ag Au gem,,_.k.
Bo. From ™ PP ppm Ppa PPM PP ppm PP Ppm ,% PPm ppm
EMD & 81.00 91.70 24 3%0 40 300 230 5 70 500 4.1
6 91.70 92.50 10 1250 65 180 80 95 90 300 9.0
6 | 92.50 | 101.00 12 1600 8 75 320 8 75 150 5.8
6 |101.00 |102.00 12 130 8 46 36 12 45 150 3.1
6 |102.00 12 55 16 5000 3w 8 55 70 7.0
DETECTION LIMIT (4) (10} {4) (4) (4) {1) 1) {0.08)
METHOD OF AMALYSIS X-RAY FLUORESCENCE SCHEME Bl CODE Cl CODE | CODE
c2 k]



