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E.L. 7/74 "Moina* - 11 - Mineral analysis data from bore core
samples

Bore Depth Metres Eb W Bi sn Mo Cu 2n Be Can Ag Au Remarks
Ko, From To ppm Ppm ppm PP PPl Ppm PPE® Ppm 4 ppu Ppm
SMD 9 127.00 1268.25 . 50 190 16 65 -4 20 150 30 2.0

9 128.25 129.70 16 75 4 160 12 5 10C 50 2.5
DETECTION LIMIT (4) (10} (¢} {4) 4} (1) (1) (0.05)
METHOD OF ANALYSIS X-RAY FLUORESCERCE SCHEME Bl CODE Cl CODE CODE

. c2 c3




