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MALCO E TION DEP * 92440 4
TASMANIAN B.L, 7/74 “MOINA“, SHEPHERD & MURPHY MINE AREA
Mineral analysis data from bore core samples

Bore | _Depth __ _Metres | 109 b ] Bi sn Mo Cu Zn Be car, Ag Au
No. From To ppm ppm ppo Ppm ppm FPR ppm PPm x Ppm Fpm Remarks
SMD 11 31.00 31.65 : .18 260 350 2150 8 180 90 200 15.6

11 32,90 34,00 16 540 660 2300 -4 50 80 100 18.5

1) 3&.05 3s.00 28 740 640 2750 14 12 60 300 16.0

11 3s.00 36.00 . 12 250 410 1650 8 12 32 200 a.8

n 36.00 37.00 , 18 800 740 1850 60 85 100 300 25.5 y

11 37.00 38.00 16 330 220 2800 -4 10 35 70 6.1

11 38.00 39,00 20 640 520 1850 42 45 95 s00 23.0

11 39.00 40,00 24 1450 580 1950 90 38 a5 300 19.5

11 40.00 41.00 _ 20 580 540 1450 12 140 95 300 21.5

11 41.00 ;2.00 26 1250 820 2400 46 350 75 200 24.0

11 42.00 43,00 22 2400 600 2550 36 100 90 500 23.0

11 43.00 44.00 18 1100 560 1050 44 130 120 300 25,5

11 44.00 45.00 22 860 560 1200 26 170 130 300 24.5

1 45.00 46,00 20 640 520 1000 18 85 130 300 21.5

11 46,00 47.00 14 1300 450 980 18 120 130 300 22.0

11 47.00 48,00 20 1100 540 1100 65 220 180 300 23,0

11 48,00 $9.00 16 640 350 280 26 38 120 300 20.5

11 49.00 50,00 _ 11 600 560 1050 50 1] 860 200 12.5

11 50.00 51.00 14 720 600 1200 14 130 210 250 17.5

11 51.00 52,00 ' 16 1500 500 1250 42 90 120 300 22.5

11 52.00 | $3.00 16 860 440 1400 46 75 95 300 19.5

11 53,00 54.00 18 ] 500 360 4900 | 24 110 90 250 16.5

11 54,00 55.00 22 700 " 700 1400 30 230 130 300 24,5 !



