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E. L 74 “MOINA"® -l Mineral analvsis data from bore core samplaes
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15 | 107.00] 109.25 9.0 360 120 70 10 | 150 15 30
15 109.25( 111.00 3.5 90. 90 5 10 | 200 10 50
15 | 111.001 113,00, 2.0 34 75 5 70 | 100 10 50
15 113.00] 115.00 P 1.5 26 25 10 30 80 10 50
15 115.00: na.n! ' 2.3 60 45 -1 10 | 100 3 30
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