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CUNTENTS
SIZE/ASSAY ANALYSIS OF -75 .m FEED OF ORE SAMPLE KO. 1
AND FLOTATLION TEST PROCEDURES AND RESULTS
MINERALOGICAL EXAMINATION OF SULPHIDE AND TIN ROUGHER
CONCENTRATES OF FLOTATION TESTS 5 + 6 ON HEAD SAMPLE NO. 1
{STAGE 1) :

FLOTATION TEST PROCEBURES AND RESULTS OF COMPOSITES PCL,
PCZ2, SCL AND SC2Z

BULK SULPHIDE FLOTATION OF COMPOSITES PCl, PCZ, SC1
AND Sc2

MINERALOGY OF BULK SULPHIDE CONCENTRATES

SUPERPANNER TESTS ON BULK SULPHIDE FLOTATION MIDBLING AND
TAILING PRODUCTS OF COMPOSITES PCl, PC2, SCl1 AND SC2

TABLE/SUPERVANNER TESTS ON BULK SULPHIDE FLOTATION MIDDLING
AND TAILING PRODUCTS OF COMPOSITES PCl, PC2, $C1 AND SC2

MINERALOGY OF TABLE/SUPERPANNER CONCENTRATES

PRODUCTION OF HIGH GRADE TIXN CONCENTRATES



