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Results in ppm

SAMPLE Cu Pb Zn Ni Co Cr
A139085 18 16 18 16 <4 20 TUtc €
A139086 - 10 10 14 20 <4 12
A139087 65 22 70 40 6 80
A139088 55 14 105 100 12 70 T3%cl
A139089 55 16 80 60 8 95
A139090 46 14 70 80 8 80
A139091 40 60 70 85 10 28
A139092 130 450 110 260 210 40
A139093 40 10 22 18 <4 50
A139094 42 10 24 30 <4 46
A139095 40 24 32 70 8 28
A139096 50 22 24 26 <4 90
A139097 42 14 24 30 <4 | 48
A139098 80 8 32 24 <4 70 733008
4132099 55 20 44 40 4 28
A139100 42 16 38 42 4 18
A139101 44 10 28 - 26 <4 30
A139102 28 16 20 20 <4 65
A139103 24 < 1 22 <4 46
A139104 38 10 34 34 4 32
A139105 42 22 22 22 <4 32
A139106 32 16 14 40 <6 16
A139107 34 38 100 100 14 22 T3icce
A139108 | 14 32 14 6 <4 24
A139109 jz 70 42 50 <4 18 NELYIS
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