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Results in ppm
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Co Cr
44 80
65 150
30 125
105 250
20 175
14 110  736c0&
16 150
70 60
46 210
60 300
60 130
48 170
40 140
55 210
60 190
24 240 T30k
160 155
75 500
50 270
32 170
60 230
125 440
36 170
18 60
65 120
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