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Results in. ppm S_S_O_M
SAMPLE Cu Pb Zn - Ni Co Cr
A139460 40 38 350 250 32 130
A139461 34 50 120 360 38 130
A139462 28 36 105 210 22 250

A139463 40 75 115 190 - 18 130 JudooE
A139464 24 40 70 100 8 120
A139465 20 16 90 200 18 220
A139466 16 8 55 165 24 100
A139467 18 8 50 135 - 10 170
A139468 6 <4 30 90 8 140
A139469 26 4 140 150 32 50
A139470 10 4 48 165 14 | 120
A139471 6 - <& 48 200 iz 170

A139472 6 10 36 170 8. 115 Iu4ccE
A139473 8 10 30 95 8 155
A139474 12 6 50 185 18 280
A139475 14 12 L6 210 30 185
A139476 32 <h 46 105 34 230
A139477 60 4 65 75 30 50
A139478 12 <4 46 110 14 80
A139479 20 <4 32 85 6 150
A139480 22 <4 40 105 28 22
Al39481 12 <& 46 140 12 100

Al139482 18 <4 50 200 14 140 Tw500E
_A1394$3 6 <4 42 150 16 90
Al39484 8 <4 55 220 20 240

- .24



