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COmietNiELl COMPUTERISED ANALYTICAL LABORATORIES

ANALYTICAL REPORT

JOB COMB21157 o/N : 30662
Results in ppm 55050’\/
SAMPLE Cu Pb Zn Ni Co Cr
A139510 6 <4 85 195 26 110
A139511 6 8 48 120 14 60
A139512 4 6 55 145 20 60 14 gool
A139513 5 6 80 220 30 150
A139514 8 75 75 80 10 105
' A139515 10 10 90 125 20 . 90
A139516 6 <4 50 140 18 150
A139517 12 <4 55 150 12 80
A139518 32 12 70 150 16 120
A139519 10 16 75 170 26 170
A139520 10 6 55 210 20 70
A139521 12 10 60 200 is 80
A139522 8 24 38 100 8 140 Ty geols
A139523 10 18 32 65 4 95
A139524 10 <4 44 100 8 125
A139525 12 <4 44 125 12 135
A139526 10 14 36 100 8 140
A139527 12 12 90 230 24 210
A139528 4 <4 jo 130 12 175'
4139529 18 <4 50 230 16 125
A139530 14 <4 50 270 22 220
A139531 4 6 38 100 8 70
A139532 12 14 go 430 34 220 T5ccee
cfd A139533 155 240 810 190 60 210
A139534 145 16 175 34 46 . 26 St seon[ T2ATE
veol 26



