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JOB COMB821159 0/ i 30664
Results in ppm
SAMPLE  Au
A 138830 <0.005
A 138831 <0.005
A 138832 <0.005
A 138833 <0.005
A 138834  0.10
A 138835 <0.005
A 138836 <0.005
A 138837 <0.005
A 138852 <0.00S
A 138853 <0.005
A 138854 <0.005
A 138856 <0.005
A 138857 <0.005
A 138858 <0.005
A 138861 <0.005
A 138862 £0.005
A 138863 <0.005
A 138864 <0.005
A 138865 <0.005
A 138866 <0.005
A 138867 <0.005
A 138868 <0.005
A 138869 <0.005
A 138870 <0.005
A 138871 <0.005
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