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Results in ppm

SAMPLE Cu Pb 2Zn Ni Co Cr
A 138452 -20# 70 75 95 8 <4 80
A 138453 -208# 60 90 75 4 8 65
A 138454 -20# 20 105 210 20 4 44
A 138455 -208 16 24 12 <4 <4 32
A 138456 -20# 110 38 130 16 18 65
A 138457 -20# 70 30 110 12 <4 90
A 138458 -20¢ 70 90 170 14 <4 48
A 138459 -20# 44 65 270 16 4 40
A 13846C -208 60 210 100 10 <4 90
A 132461 -20# 60 115 520 36 40 210
A 138462 -20# 42 28 150 6 | 4 65
A 138463 -208 50 55 160 12 <4 165
A 138464 -20Ff 110 450 500 12 316 36
A 138465 -20¢# 8 55 8 < <4 16
A 138466 -20¢ 250 70 1000 400 80 65
A 138467 -208 70 10 1050 200 60 190
A 132468 =204 80 12 860 310 90 125
A 138469 -20¢ 46 20 130 200 28 360
A 138470 -204 360 46 870 290 75 20
A 138671 -20¢ 120 42 1050 100 g 24
A 138472 -20f 260 32 1350 770 60 1500
A 138473 208 48 20 250 70 28 55
A 138474 =20¢ 36 24 190 20 42 24
A 138475 -208 S s0- 20 230 70 20 an
A 138476 -20% 20 10 510 75 22 36
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