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REPORT TITLE: ANALYSIS OF HOLES H-20, H-22, H-23, H-24, H-28

The tests contained in this report have been carried out in accordance
with the Australian Standards or other NATA approved methods listed

below:-
AS 1038 Pt. 1 Total Moisture
AS 1038 Pt. 3 Proximate Analysis
AS 1038Pt. 5 Specific Energy
AS 1038Pt. 6 Ultimate Analysis
S 1038 Pt. 8 Chlorine
S 1038 Pt.11 Forms of Sulphur

AS 1038 Pt.12.1 Crucible Swelling Number
AS 1038 Pt.12.2 Gray King Coke Type
AS 1038 P1.14.1 Ash Analysis

AS 1038 Pt.15 Fusibility of Ash

AS 1038 P+.20 Hardgrove Grindability Index

AS 1038 Pi.21 Relative Density

AS 1661 Float/Sink Testing

AS 1676 Sampling

AS 2137 Gieseler Plastometer (Dis-
continuous stirring method)

AS 2486 Reflectance of Vitrinite

AS 2515 Maceral Analysis

IS0 349 Audibert Arnu Dilatometer

ISO 1018 Moisture Holding Capacity

BS 1016 Pt.17 Size Analysis

LECO Method Total Sulphur
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