®

APPENDIX L Continued 5 2 4 0 1 G

-80# Total Extraction

-80# Cold Extraction

Sample No, Cu Pb Zn Mn Fe% | Co Cu Pb | Zn Mn Fe?l | Co
27534 10| 20| 10| 240 0.7 - -l 1w]| - | 120]0.2 -
27535 J10 [ 30 | 30| 1007 1.1 - - - - 50 | 0.2 -
27536 20 | 30 | 60 ] 370 ] 1.5 - 10| 10| 40 | 470 | 0.5 -
27537 20 | 60 | 30 |2100 | 2.1 | 20 10 | 40} 20 (1600 | 0.7 | 10
27538 20 | 50 | 40 {1400 [ 1.7 | 10 10 { 20 20 (1050 (0.4 | =
27539 10 { 10 | 20| 130}0.5 - - -1 10 80 - -
27540 201 30 | 60| 880 1.0 | 10 - -1 20| 970 | 0.2 -
27541 20 | 40 J140 | 730 11.4 |} 10 10 ] 10) 60 ] 660 0.2 |10
27542 30 | 50 {160 | 940 | 1.7 | 10 20 | 30 | 80 (1030 | 0.1 | 10
27543 200 30 | 70| 600 |1.2 - 10 { 20] 20 [ 620 (0.3 -
27544 10} 30 | 50 ] 190 | 1.0 - - 110 - | 120 |0.3 -
27545 30| 30 | 207 60 |0.6 - 20 | 20 - 40 10,3 -
27546 20 [ 10 - 30 1 0.2 - 10 | 10 - 30 10.2 -
27547 50 1 50 | 30 | 160 | 1.6 - a0 | 40} 10 | 100 | 1.1 -
27548 60 | 60 | 10 | 460 | 0.4 - 40 | 50 - | 380 0.3 -
27549 100 | 70 | 30 | 190 | 0.6 - 90 | 70 ] 30 | 230 | 0,6 -
27950 100 | 70 | 20 | 580 j0.8 - 70 50 1 10 | 510 0.6 -
27551 90 | 10 | 20 10 [ 0.2 - - - - - 10,1 -
27552 50 | 20 - 10 | 0.2 - 40 | 20 - - 10,1 -
27553 20 | 20 - - 0.1 - 10 | 10 - - 1041 -
27554 40 | 60 | 10 ] 20 f0.4 - 30 | 50 - - 10.3 -
27555 60 {140 - - 10.6 - 50 | 90 - - 10.5 -
27556 30| %0 | 10 -lo2 | - |3 {20( ~{ -fo.r | -
27557 106 1170 | 10 70 0.9 - 70 {100 - 4p 1 0.6 -
27558 150 [100 | 30 60 {0.9 - 11100 | 50 - ag 10,3 -
27559 10 { 30 | 20 10 {0.3 - -1 20 ~ - jo.2 -
27560 20 1 30 | 50 | 300 |1.5 - - J10] 10 | 2% [0.2 -
27561 -1 20 lwo | 570 {3.0 | 10 - -1 20 | 540 {0,2 -
27562 -] 40 | 30 ] 170 |1.3 - - | 20 ~ | 100 |0.2 -
27563 -1 10 - - 10.2 - - - - - | 0.1 -
27564 -] 10 - - (0.1 - - - ~ - - -
27565 - - - 10 {0.1 - - - - - |c.a -
27566 - - - - 10.1 - - - - - - -
27567 - - |10 10 0.2 - - - ~ - 0.1 -
27568 - - - - - - - - ~ - - -

Detection
Limit 10 10 10 10 0.1 10 10 10 10 10 0.1 10

Values expressed in ppm unless otherwise stated
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