N " AMAX IRON ORE CORPORATION
SAMPLE RECORD . (MINERALS EXPLORATION DIVISION)
| 1:250,000Sheet Arss _ GUG 1 : 25000 ___Property or Promest_BEULAH
. Date: i0 Decewmber 1983 Collected by: D). ELLIS & M SAVAGE Sample Batch No. Analyses by:  ANALABS
o Analyses {ppm unless otherwise statad) Cold Extract
Samph No ' : B Description ' | T - _ Cu Pb In Ag Fed Mn Ba Au Cu Pb In
71000 E €50 K SOIL AUGER SAMPLES . o 60 | 25 75 X 2.35 | 195 55 x '
e ] wmsw - o 75 | 25 0| x | 310 so] 70 | x
R 3008 - o | | s |3 || x {410 ] B |
" 326 N 90 | 15 557 x | 455 90 | 55 | x
o] o | 85 |30 | so} x }7.40]360 | 60 | x
" . 375 K - 95 | 20 50} x f s.20] s0 | s0 | «x
" 400 N ' 55 | 10 60 | x } 450 235 | 50 | x
" 425 W 85 | 15 |100| x | 2.90) 655 | 55 | x
. 450 K g5 {35 |15 | x | 6.8 765 | 65 | «x
‘ " 475 W g0 {30 |120] x | 4.05) 115 | s0 | «x
‘ n | so00W 55 | 35 7510 x | 370} 79 | 65 | «x 20 | 20 | 10
" 525 N . ' o 25 |45 | 90| o0.5| 2.65{ 330 | 75 | «x 15 | 20 | 10
| " 550 N _ 35 |70 |38 ] x | s.70| 870 {100 | x 20 | 35 | 60
| " 575 fi 5 {55 |[195f x | 2.40] 835 | 65 | «x 15 | 0 | a5
“ 600 _ | 65 fe65 |ars | x | 50| 775 | s0 | x | 20 {130 | 30
N | v 625 W . | 15 | s 0] x | assjies | oso | x |25 x |2
gé R 650 1 . | 5 110 | 30| x | L8| 30 [ 8 | x
Lol u 675 i 5 | 10 20 X 2.05] 25 15 X
QI i AP, FORM 2

sl




