S o T | . AMAX IRON ORE CORPORATION
i SAMPLE RECORD : IMINERALS EXPLORATION DIVISION)

i y.280000Shest Arss __ GOG 1 : 25000 : Property or Prosoect__ BEULAH
" pewe: 10 December 1983 Collectedby: D. ELLIS & M. SAVAGE Sample Batch No. Analyses by: ANALABS
B o o P o - Analyses {(ppm unless otherwise stated) Cold Extract
| W’NO S | -Description B s Cu r Pb In Ag_ Fe% Mn Ba | Au. | Cu Ph - '_‘Zn
1000 t 700 H  SOIL AUGER SAMPLES . B 5§ |16 - |30 x |27 | 25 35 X |
725 0 ' S - o 5§ {10 |25 x 215 ] 30 30 X
| 70w , ] x| x 5 { x |2000 |6 |20 |x |15 {x |5
o | 775w x | s 10 | x |2150) 20 |20 |«
o 500 W 5 |15 25 X 2.25 | 35 50 | x
. 525 N | 5 |10 25 | 1.0|2.35 | a0 | 45 | x
v 850 N : 5 (15 115 ] o05]170| 25 | 45 | x
“ 875 N 5 115 25 | 1.0 210} 25 | 55 | x
v | -s00n 10 |15 30 | 1.0[2.05] 30 | 66 | x
" 925 N 5 |10 30 x [ 1.40 | 40 80 X
" 950 N 5 |10 25 | 1.0 |1.25 | 45 | 65 | x .
u 975 N I's |5 25 | o5 ]1.10| 40 [ 60 | x |
1200 E 500 N 70 |45 90 | 1.0{s5.25 435 [ 65 | x
" 525 N | 70 {30 120 | 1.0 | 5.55 [ 1600 |105 | «x
| " 575 i 70 |65 |e60 | 1.0 | 5.45 |870 | 80 | x
" . 600 N 80 |30 140 1.0 | 5.25 | 670 45 X
?‘l ! " 625 N 55 |25 85 | 0.5 |4.65 | 1250 | 55 | x 20 | x |10
@0 650 H 80 |20 50 1.0 | 5.60 | 220 50 x 20 | 15 |10
<> | T MP.-FORM 2
=3
=r - 5cm »|




