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. SAMPLE RECORD

GOG 1 : 25000

AMAX IRON ORE CORPORATION
IMINERALS EXPLORATION DIVISIONI

BEULAH

i e g

L pates Colfectedby: D- ELLIS & M. SAVAGE * Sample Batch No. Ansiyses by: ANALABS
: ‘ S v A_nalﬁu (ppmunlesoﬂimﬁesﬁtod |
 Description - loastion 4 @n | com"'_!'-_'!—
800 E “ BULK SAMPLES LR e | ox ' '
900 E 0.06
1 200 N 1000 £ 0.31
300 N " X
400 N " 0.07
: 500 N " 0.20
I 600 N " 0.13
700 N " 0.15
800 N " 1 0.08
900 N " 0.05
1000 N " %
500 W 1200 E 0.41
700 K " 0.21
500 N " 0.09
900 N u %
1060 N u x
1100 N " 0.04
M.P. FORM 2
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