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| ANALYTICAL DATA
- SAMPLE PREFIX REPORT NUMBER REPORT DATE CLIENT ORDER No. PAGE
23 .3.08. 07400 23710790 | 10085 ® OF g
T ; S e G Fly Zn Zn Ag Au AUChl: | Ba Ea }
%ﬁéﬁéﬂﬁ 40 5 200 | 0.5 | 0.015 | 0.015 | 1420 -]
HETBekG 35 5 180 ~ | 0.8 | 0,015 P8 !
6367 30 bt 315 Z0.5 | 0.015 - enes !
3 jﬁﬁﬁéﬁ&)ﬁ 185 AV | 2380 e | 0.5 | Ow0ns ~ 1 1053 -
T neBen | 30 5 175 ~| =0.5 | 0.020 1264 .
;5é3é$9 65 | <5 150 e =0.5 | 0,015 - | 1174 -
B 565661 8$§ 15 200 SOL5 | 0.025 | 0,025 | *2500 | 0.30
L B3GR | 35 | 20 00 0.5 | 0uGB0 - | EREO | e
BEB6EI 1 AES 30 B8O 205 | 0,030 -1 1BEY % .
~ henesd g 7% | a0 500 | S0.8 | 0,020 | - ; 1260 | -
BEB6EE | fﬁ} 15 275 - 0.5 | 0.025 - ! 1134 § i
T nensss | 60% 160 | 1800 — 0S| 0.03E | - ! 1606 | .
563667 é 252 § 1 1250 ~ | E0.H | 0.0H0 E P -
BEIAGE | T <% 475 S0L5 | G.0B0 g sy | -
— HEEAHY 30 3 440 £0.5 | 0,035 | - | 1048 -
BEBETO 80 5 SHO w | 20.5 | 0.040 - SO, .
N BEIET Y 2% 58 610 £0WEH | 0,060 - | 1063 .
L8636V 6% 10 BEO 0.5 | 0.0n% 904 |
C iBe367 30 10| 1350 L0 8 | 0,028 ~ | 104z | mf
= 863674 25 5 &30 0S| 0LOLE - | x2800 | 0.30
- leanevs 2 15 495 £0.5 | 0.030 1768 -
T E63676 20 40 610 1.0 | 0.030 - | 1837
Y 20 80 575 - 1.0 | 0,030 | 0.02% $64 -
U | BEE6TE 35 340 H25 - 1.0 | 0.030 - | 1067 -
-5 563479 30 180 444 ~| ©0.8 | 0.030 -

Resuits in ppm unless otherwise specified .

T = element present; but concentration 100 low 1o measure
X = element concentration is below de!sctnon fimit
—_= alamam not determined
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