Golden Ridge Drilling Assay Results

GRDOO3A.

Dapkh Cepth Sampla Au Au Au Cu Pb Zn As As A3 As W Bi Sb Te Ho Ba Ag
From To Number [ppm)  rptl rpt2 (epm)  (ppm!  (ppm} (ppm) {ppm} {ppm} {(ppm}

157.00 19B.00 202100 2.238 24 i5 165 <50 15.6

196.00 199.00 202101 0.539 162 2 108 <50 44.9

195.00 200.00 202102 0.180 63 2 106 <50 47.1

200.00 201.040 202103 9.08e 22 21 128 66 -

201.00 202.00 202104 <0.008 27 2 98 <50 16.5

202.00 203.00 202105 <0.008 22 2 165 <50 . 13.8

203:00 204.00 202108 0.012 34 2 101 <50 10.1 )
204.00 205.060 202107 0.013 29 2 85 <50 L 5.1

205.00 206.00 202108 <0.008 20 2 98 <50 ~ 5.5

206,00 207.00 202109 <0. 008 2z 21 103 <S50 . 25.2

207,00 208.00 262110 <0.008 24 2 90 <50 26.5

208.00 20%.00 202111 <0.008 30 17 a7 <50 24.9

20%.00 210.00 202112 <0.008 0.015 42 2 107 <50 31.8

210.00 211.00 202113 <0.008 42 2 102 <50 29.5%

211.00 211.50 202114 0.058 37 20 114 55 -

001112



