Golden Ridge Drilling Assay Results

GRDGO4

Depth Depth Sample Au Au Au Cu Pk Zn As A3 RAs As W Bi S5b Te Ho Ba Ag
From To Number {(ppm) rptl  rpt2 {ppm) (ppw} (ppm) (ppm) {ppm) (ppm] (ppm}

49.00 50.00 63237 0.321 B 8 34 <50 4.4 <l
50.00 51.00 63238 1.0B0D 6 10 40 <50 5.1 <1
51.00 52.00 63239 0.0a7 11 13 59 <50 44.0 <1
52.00 53.00 63240 0.071 g 3 38 <50 11.0 <1
53.00 54.00 63241 0.091 6 4 46 <50 1.3 <1
54.00 55.00 63242 0.06% 7 3 39 <50 3.2 <1
55.00 56.00 63243 0.127 3 4 30 <50 B.B& <1
56.00 57.00 63244 G.040 B £l 34 <50 . 9.1 <1
57.00 58.00 63245 0.057 q 16 21 <50 ~ 9.5 <1
58.00 59.00 63246 0.053 1 10 25 <50 ., 5.1 <1
59.00 60.00 63247 Q.063 5 16 32 <50 3.3 <1
€0.00 61.00 63248 G.018 ? 31 51 <50 2.6 <1
6l.00 62.00 63249 0.05%3 0.115 4 25 37 <50 1.6 <1
62,00 631.00 63250 0.027 ] 27 34 <50 1.8 <1
£3.00 64.00 63251 0.033 11 31 i5 <50 <0.5 <1
64.00 65.00 63252 0.013 3 10 38 <50 1.2 <1
65,00 66,00 63253 0.013 7 11 50 <50 1.5 <1
66.00 57.00 63254 0.039 0.028 7 15 69 <50 4.0 <1
67,00 66,00 63255 G.017 9 iz 65 <50 2.0 <1
68.00 69.00 £3256 G6.199 9 9 55 <50 <0.5 <1
69.00 70.00 63257 0.096 o 6 50 <50 <0.5 <1
70.00 71.00 63258 0.012 5 7 42 <50 <0.5 <1’
71.00 12.00 63259 0.013 0.010 ? 1 65 <50 11.0 <1
7z.00 13.00 63260 0.010 16 27 €0 <50 1.2 <l
73.00 74.00 63261 0,021 12 14 a4 <50 <Q.5 <1
?4.00 15.00 63262 0.011 14 11 a6 <50 <0.5 <1
75.00 76.00 63253 <0.008 4 14 47 <50 <0, 5 <1l
76.00 77.00 63264 0.010 & 9 S0 <50 -o<0.5 <1 .
77.00 78.00 631265 0.017 9 11 17 <50 <0.5 <1
18.00 79.00 £1266 0.009 25 49 71 <50 5.2 <1
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