Golden Rldge Drilling Assay Results

GRLOOA

Dapth Depth Sample Au Au Au Cu eb Zn A3 As AS As W Bi Sb Te Mo Ba hg
From T Number {ppm) rptl rpt2 {ppm] [ppm) ippm) (ppm}) {ppm] (ppm}  {ppm}

221.00 222.00 202587 0.030 10 13 104 137 <1
222.00 223.00 202398 0.020 11 T 101 112 <1
223,00 224,00 202589 0.020 17 | 97 138 <1
224.00 225,00 202590 0.020Q 17 11 108 69 <1
225.00 226,00 202591 g.G2q0 18 a 106 3a <1
226.00 227,00 202592 0.020 23 B 169 62 <l
227.00 224,046 2G2553 0.0130 27 6 103 102 <1
228.00 229.00 202594 0.020 239 T 9B 136~ <1
229,06 230.00 202595 0.0BD 234 16 112 <1 <1
230.00 231,00 202598 0.010 57 1 1G5 95 ' <1
231,60 232.00 202597 1.010 1.220 19 10 107 2274 <1
232,00 233,00 202598 G.020 &7 [ 99 120 <1
233,00 234,00 202599 0.010 22 ] 97 113 <1
234,00 235,00 202600 0.010 43 T 55 g1 <1
235.00 23€.00 202501 <0.08 30 10 104 8a <1
236.00 237.00 202602 <0.08 21 8 103 121 <1
237,00 238,00 202603 <0.08 11 7 106 102 <1
238,00 238.50 202604 <Q.04 5 a 104 91 <1
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